The technical requirements:

1 pieces of the surface are not allowed to have obvious scratches,
cracks, eformation

Stamping defects, chamfer is clear, stamping Feng is less than

0. 02mm

2 not note round R RO.2 to RO. 5mm

3 product beading and stiffener depth 0.08-0. Imm

4”7 7 is the important characteristic,”! ”“As the key
characteristics.

5 did not note the size tolerance in table GB/T15055-2007-m.
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(2)| cBFI627A-28 |3.4 |52 | 3.6 | 5.2 1.0-1.5
(1)| cBFI627B-2,8 | 2.8 |46 | 2.2 | 4.1 0.5-0.85
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